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Bondar-Clegg, Inc.
12980 West Cedar Dr
Lakewood, Colorado 80228
(303) 9891404

BROHM MINING CORP.

NR. JIM BARRON
P.C. BOX 487
DEADNOOD, SN
77132




Bondar-Clegg, . Geochemical
12980 West Cedar Dr.
(308) 9851404 2ONINAD-™ FR

|REPORT: 098-1195 ( COMPLETE )

REFERENCE INFO: NONE LISTED

CLIENT: BROHM MINING CORF,
'PROJECT: GILT EDGE

SUBKITTED BY: J. BARRON
DATE PRINTED: 28-0CT-88

|

NUMBER OF LOKER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD
1 fAu Gold 60 0.002 OPT Fire Assay
l 2 A Gold 2 0,002 OPT Fire Assay
T I Au BCI Au (Rondar-Cledd) é 0,002 OPT Fire Assay
SANPLE TYPES NUMBER SIZE FRACTIONS NUMBER SANPLE FREPARATIONS NUMRER
BRIt CORE- S0 ;g 150 14 ATy PrEr 30
Excessive Wetness 1298
Searle Pickue 1
REMARKS: WORK PERFORMED AT AN OUTSIDE LAB.
\L 2 SEPARATE ASSAY RESULTS REPORTED FOR 2 SAMPLES
BONDAR-CLEGG CHECKS IN IRD COLUMN,
B A R i T -HNVBICETO R PARRON—

MR, JIN BARRON




